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Berries from the European Mistletoe (Viscum album) possess a G€orge and Harrington (McGill University), Azadi (University of Georgia) et al.
sticky tissue called viscin that facilitates adhesion and germination

onto host trees. Recent studies of viscin have demonstrated its A e C

adhesive capacity on a range of natural and synthetic surfaces 1 ? i 3 .
including wood, skin, metals, and plastic. Yet, the underlying _,_g_-wv-‘"-" 33 55 3

mechanisms for the adhesive properties of this plant tissue remain 2 :: £ g ! Lo
poorly understood. In this study, researchers at McGill University, Zooomd ;|i_:‘ %"3 ] Elij i

supported by GlycoMIP scientists at UGA, analyzed a water-soluble o M0 500 320 340 W0 300 w

component of the adhesive after extraction. In-depth NMR
spectroscopy and gas chromatography-mass spectrometry
investigations revealed that the extract contained an atypical
arabinogalactan, with additional sugar alcohols, which could be the
reason for the adhesive’s hygroscopic nature and adhesive
properties. Elucidating the molecular mechanisms of natural - -

adhesives is a critical prerequisite for the design and synthesis of B k. D Ilru:mvu .b;a:q:n{! »,;a:.m 1 ‘D)a;ml" N
sustainable adhesives. :
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What Has Been Achieved: Raw and purified viscin from the European Mistletoe (Viscum
album) was analyzed by mass spectrometry and NMR spectroscopy in regard to glycosyl
composition, linkages, and molecular architecture. The analysis revealed that the plant adhesive
contained two types of polysaccharides: one consisting of arabinofuranose units, linked via alpha
(1,5) glycosidic linkages, having arabinofuranose side chains attached at O-2 of every fourth
backbone residues (on average) and the other one consisting of galactopyranose units, linked
via beta (1,6) glycosidic linkages, with side chains of one or two arabinofuranose units attached
at O-3 in 2 out of 3 backbone units. The raw viscine also contained several inositol isomers and
methyl derivatives, which were removable by dialysis.

Importance of the Achievement: Although still incomplete, elucidating the chemical
composition of mistletoe adhesive extract (MAE) provides the first steps toward understanding
the chemical mechanisms of reversible adhesion and humidity uptake, and thus, the first steps
toward mimicking this behavior. For example, the discovery of catechol-based adhesion in
marine mussels has propagated enormous breakthroughs in development of underwater
adhesives, while the fundamental understanding of gecko adhesion has resulted in
commercialized gecko-inspired reversible tapes. Similarly, we anticipate that a deeper
understanding of the adhesive chemistry of mistletoe will spark analogous breakthroughs in
reversible adhesive technologies. Indeed, through systematic and thorough characterization of
the various chemical components in MAE, their structure, and their function, it should be possible
to directly link the adhesive prowess of MAE to specific chemical features.

Unique Feature(s) of the MIP that Enabled this Achievement: The achievement was enabled



by the preparative and analytical expertise of GlycoMIP scientists at UGA as well as the
GlycoMIP-funded Orbitrap Eclipse mass spectrometry instrument.
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